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The following sample(s) was/were submitted and identified on behalf of the applicant as Silicone Rubber

SGS Job No. : 8213002709

SGS Internal Reference No. 1309

Tested sample information 1 ZY-4452

Client Reference Information 1 4412/4422/4432/4442/4462/4472/4482/4492

Date of Sample Received :MAR 10, 2011

Testing Period :MAR 10, 2011 TO MAR 15, 2011

Test Requested : Selected test (s) as requested by client.

Test Method : Please refer to next pagel(s).

Test Result(s) : Please refer to next page(s).

Conclusion : Based on the performed tests on submitted sample(s), the results comply

with the RoHS Directive 2002/95/EC and its subsequent amendments.

Signed for and on behalf of
SGS-CSTC Ltd.

Mansr—

Manson Yang
Approved Signatory
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Test Results:
Description for specimen 1 : White silicone rubber

RoHS Directive 2002/95EC

Test ltem(s) Uit Test Method (Reference) Result MDL
Cadmium (Cd) mg'kg IEC 62321: 2008, ICP-OES N.D. 2
Lead (Pb) ma'kg |IEC 82321: 2008, ICP-OES N.D. 2
Mercury (Hg) mag'ka IEC 62321: 2008, ICP-OES N.D. 2
Hexavalent Ghromium (GrVI1) by ma'ka IEG 62321: 2008, UV-Vis ND 2

alkaline extraction

Sum of PEBs mg'kg - N.D. -
Monobromobiphenyl ma'ka |IEC 62321: 2008, GC-MS N.D. 5
Dibromobiphenyl mg'kg |IEC 62321: 2008, GC-MS N.D. 5
Tribromaobiphenyl mg'kg |IEC 62321: 2008, GC-MS N.D. 5
Tetrabromobiphenyl mag'ka |EC 62321: 2008, GC-MS N.D. 5
Pentabromabiphenyl mg'kg |IEC 62321: 2008, GC-MS N.D. 5
Hexabromobiphenyl ma'kg IEC 62321: 2008, GC-MS N.D. 5
Heptabromobiphenyl mg'kg |IEC 62321: 2008, GC-MS N.D. 5
Octabromobiphenyl ma'ka |IEC 62321: 2008, GC-MS N.D. 5
Nonabromobiphenyl ma'ka |IEC 62321: 2008, GC-MS N.D. 5
Decabromobiphenyl mg'kg IEC 62321: 2008, GC-MS N.D. 5
Sum of PBDEs ma'ka - N.D. -
Monobremodiphenyl ether mg'kg |IEC 62321: 2008, GC-MS N.D. 5
Dibromodiphenyl ether mag'ka |IEC 62321: 2008, GC-MS N.D. 5
Tribromodiphenyl ether mag'ka |IEC 62321: 2008, GC-MS N.D. 5
Tetrabromodiphenyl ether mg'kg |IEC 62321: 2008, GC-MS N.D. 5
Pentabromodiphenyl ether ma'ka |IEC 62321: 2008, GC-MS N.D. 5
Hexabromodiphenyl ether mg'kg |IEC 682321: 2008, GC-MS N.D. 5
Heptabromodiphenyl ether mag'ka |IEC 62321: 2008, GC-MS N.D. 5
Cctabromodiphenyl ether mg'kg |EC 62321: 2008, GC-MS N.D. 5
Nonabromedipheny| ether mg'kg |IEC 62321: 2008, GC-MS N.D. 5
Decabromodiphenyl ether ma'ka |IEC 62321: 2008, GC-MS N.D. 5
Note:

1. mg g = ppm

2. N.D. = Not Detected (< MDL)

3. MDL = Method Detection Limit

4. ™" = Not regulated
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ATTACHMENTS

RoHS Testing Flow Chart
1) Name of the person who made testing: BellaWang / Cutey Yu / Ross Zhan
2) Name of the person in charge of testing: Adams Yu/ Ryan Yang

3) These samples were dissolved totally by pre-conditioning method according to below flow chart
{Cré+ and PBEs/PEDESs test method excluded).

Sample Preparation

I

Sample Measurement
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Sample photo :

SGS authenticate the photo on original report only

*** End of Report ***
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