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Applicant: Products Factory.

Address: Dalang Town, Dongguan.
Manufacturer: Products Factory.

Address: Dalang Town, Dongguan.

Sample Name: SOFT PV C Baggage tag
Item No.: AFS-6370

Test period: March 31, 2014 to April 01, 2014

Test requested: In accordance with California Proposition 65, to determine the Phthalates
(DEHP, DBP, BEP, DnHP, DIDP, DINP) content on submitted sample.

Test method: With reference to CPSC-CH-C1001-09.3 Standard Operating Procedure for
Determination of Phthalales and measured by GC-MS.

Test result: Please refer to next page.

Wiritten by: Checked by:

Approved by:
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Test Results:

Test llems Unit MDL Limit Results

No.1
Di-n-hexyl phthalate (DnHP) mgikg 30 1000 N.D.
Di (2-ethyl hexyl)-phthalate (DEHP) mgikg 30 1000 N.D.
Diisodecyl phthalate (DIDP) mgikg 100 1000 N.D.
Butylbenzyl phthalate (BBP) mg/kg 30 1000 N.D.
Dibutuyl phthalate (DBP) mgikg 30 1000 N.D.
Diisononyl phthalate (DINP) mg/kg 30 1000 N.D.

Test Part Description:
No.1: PV C (Mixture test)

Note:

(1) mg/kg=ppm=0.0001%;

(2) N.D.=Not Detected(<MDL);
{3) MDL=Method Detection Limit;
{4) “---"=Not Conducted.

Operation Flow Chart:
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Photograph of Sample:

***End of Report***
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